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1. Remove the necrosis tissue and bone fragment on the surgical part.

2. Activate the target bone.

3. Take a little self-blood from the surgical part (can be used with the saline   

    solution) and add the u�� one into it.

4. Place u�� one into target area, then gently press it rather than using too large 

    force, which will affect the speed of self –bone regeneration.

5. u�� one should have the direct contact with the alveolar bone.

6. It is recommended to suture with regeneration membrane or titanium mesh.

7. Used with PRP or self-blood for better bone generation.

8. It is not recommended to squash use. 

(Only for the reference of medical professionals)

�X�·�R�Q�H ��is composed of pure absorbable 

B-TCP( > 99%) particles in irregular shapes, The 

porosity is over 70%, with both large and small 

size holes create the matrix structure of connec-

tion, and this special structure has the excellent 

infiltration. Going through the process of over 

1,000�ë can effectively prevent the potential risk 

of bacterial inflammation.
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